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The raw data set for the following result came from a pre-published data set. These are 
volume variation with the increased pressure. The pressure values are at a10 increment, 
which are not the actual values. The material is one single phase material. 
 
The following two figures show that refinement for each raw data file from CEAD is 
converged. It looks that CEAD works for automation of data analysis. But more work 
needed, like the comparison between the CEAD result and manually calculated data, etc.  
 

  
 

 
2. Future work 
(1). More test on the single phase CEAD automation. 
(2) Two phase automation of CEAD development. 


